Sz Fill Power Test Report

95/5 white goose down...

Paul Nanian
Thru-Hiker (NH)

900 Buffalo Rd
Rumney, NH 03266
USA

Sample Type: Fabric & Plumage
Shipped By:  USPS 9405510200828145617503

Label:
Sample Identification: 95/5 white goose down, reported as "900 Fill
Power"
Fill Power
Method Conditioning
i[af_:ﬁdr_cﬂ_é;l'inder (in3/02) Steam IDFB 10-B -

This anallysis is a rue statement (within normal tolerances) of examination results from the samples submitted.
IDFL assumes no liability for damage caused directly or indirectly by such results.

IDFL # 11-137737

E-MAILED
SEP 13 2011
paul@thru-hiker.com

Arrived: 01 Sep 2011
Completed: 13 Sep 2011
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